
United States Envirdnmental Protection Agency 
Region 7 

901 N. Sth Street 
Kansas City, KS 66101 

Date: AUG 2 k 2009 

Subjec t : Transmittal of Sample Analysis Results for ASR # : 4581 

Project ID: BMA71700 

Project Description: Herculaneum Pb Smelter site - Removal Support/Recontamination soii 
sampling 

From:l*Vlicliael F. Davis, Chief y ^ ^ ^ ^ ^ ^ ^ y ^ ' ^ ' ^ " ^ ' ^ 
Chiemical Analysis and Response Branch, Environmental Services Division 

To: 
Bruce Morrison 
SUPR/FFSE 

Enclosed are the analytical data for the above-referenced Analytical Services Request (ASR) and 
Project. The Regional Laboratory has reviewed and verified the results in accordance with procedures 
described in our Quality Manual (QM). In addition to all of the analytical results, this transmittal 
contains pertinent information that may have influenced the reported results and documents any 
deviations from the established requirements o f the QM. 

Please contact us within 14 days of receipt of this package if you determine there is a need for any 
changes. Please complete the enclosed Customer Satisfaction Survey and Data Disposition/Sample 
Release memo for this ASR as soon as possible. The process of disposing of the samples for this ASR 
will be initiated 30 days from the date of this transmittal unless an alternate release date is specified 
on the Data Disposition/Sample Release memo. 

If you have any questions or concerns relating to this data package, contact our customer service line 
at 913-551-5295. 

Enclosures 

cc: Analytical Data File. 

40325844 

1 
Superfund 
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ASR Number : 4581 Summary of Pro ject I n f o r m a t i o n 0 8 / 2 4 / 2 0 0 9 

Project Manager: Bruce Morrison Org : SUPR/FFSE Phone: 913-551-7755 

Project I D : BMA71700 

Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

Locat ion: Herculaneum Sta te : Missouri P rog ram: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 

EVALUATION/DISPOSITION g p ^ ^ p^C: 302DC6C 

Purpose: Site Cleanup Support 

Exp lanat ion of Codes, Uni ts and Qual i f iers used on th is repo r t 

Sample QC Codes: QC Codes identify the type of Uni ts : Specific units in which results are 
sample for quality control purpose, reported. 

- Field Sample % = Percent 
mg/kg = Milligrams per Kilogram 

Data Qual i f ie rs : Specific codes used in conjunction with data values to provide additional information 
on the quality of reported results, or used to explain the absence of a specific value. 

(Blank)= Values have been reviewed and found acceptable for use. 
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ASR Number : 4581 Sampl 

Project I D : BMA71700 Pro ject Desc: 

e I n f o r m a t i on Summary 

Herculaneum Pb Smelter site -
Sunoort/Recontamination soil < 

Removal 
lamnlina 

08 /24 /2009 

Sample QC 
No Code 

1 • 

2 -

3 -

• 1 - . _ 

S - ' ._ 

5 -

/ -

8 -

9 -

10 -

; 1 -

12 -

! 3 - .. 

; I -

l b - . _ 

1& -

17 - __ 

18 -

' . ' ) • 

21) 

Matr ix 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Solid 

Soild 

Solid 

Locat ion Descr ip t ion 

RS-1 (HER-RS-1) = Q2 

RS-2 (HER-RS-2) = Q4 

RS-3 (HER-RS-3) = Q3 

RS-4 (HER-RS-4) = Q l 

RS-5 (HER-RS-5) = Q4 

RS-6 (HER-RS-6) = Q3 

RS-7(HER-RS-7) = Q4 

RS-8 (HER-RS-8) = Q4 

RS-9 (HER-RS-9) = Q2 

RS-10 (HER-RS-10) = Q4 

R S - n (HER-RS-11) = Q3 

RS-12 (HER-RS-12) = Q2 

RS-13 (HER-RS-13) = Q l 

RS-14 (HER-RS-14) = Q l 

RS-15 (HER-RS-15) = Q4 

RS-16 (HER-RS-16) = Q2 

RS-17(HER-RS-17) = Q l 

RS-18 (HER-RS-18) = PA 

RS-19 (HE.R-RS-19) = Q3 

RS-20 (HLR-RS-20) = Q3 

Externa l 
Sample No 

Star t 
Date 

07/27/2009 

07/27/2009 

07/27/2009 

07/27/2009 

07/28/2009 

07/28/2009 

07/28/2009 

07/28/2009 

07/29/2009 

07/29/2009 

07/29/2009 

07/29/2009 

07/29/2009 

07/29/2009 

07/30/2009 

07/30/2009 

07/31/2009 

07/31/2009 

07/31/2009 

07/31/2009 

Star t 
T ime 

14:00 

15:30 

08:30 

09:00 

09:00 

09:15 

10:00 

14:00 

08:00 

09:00 

10:00 

13:00 

15:00 

16:00 

13:00 

13:00 

10:00 

10:00 

12:00 

14:00 

End 
Date 

End 
T ime 

Receipt 
Date 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 

08/14/2009 
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ASR Number : 4581 RLAB Approved Analysis Comments 0 8 / 2 4 / 2 0 0 9 

Project I D : BMA71700 Project Desc Herculaneum Pb Smelter site - Removal 
S.uppQrt/RecontaminatlQn SQU sampling 

Analysis Comments Abou t Results For This Analys is 

1 Metals in Solids by ICP 

Lab: Region 7 ESAT Contract Lab (In-House) 

Me thod : EPA Region 7 RLAB Method 3122.3C 

Basis: Dry 

Samples : 1-
8-
15-

Comment s : 

2-
9-
1 6 - _ 

3-
10-
17-

4-
11-
18-

5-
12-
19-

6-
13-
20-

7-_ 
14-

1 Percent Solid 

Lab: Region 7 ESAT Contract Lab (In-House) 

Method : EPA Region 7 RLAB Method 3142.9E 

Basis: N/A 

Samples : 1-
8 - ._ 
15-

Comment s : 
(N/A) 

2-
9-
16-

3-
10-
17-

4-
11-
18-

5-
12-
19-

6-
13-
20-

7-_ 
14 
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ASR Number : 4581 RLAB Approved Sample Analys is Results 0 8 / 2 4 / 2 0 0 9 

Project I D : BMA71700 Project Desc: Herculaneum Pb Smelter site - Removal 
Support/Recontamination soil sampling 

Ana lys i s / Ana ly te Uni ts 1 - 2- 3- 4 -

1 Metals in Solids by ICP 
Lead 

1 Percent Solid 
Solids, percent 

mg/kg 

% 

469 

82.9 

198 

88.0 

374 

80.4 

188 

86.4 
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ASR Number : 4581 RLAB Approved Sample Analys is Results 0 8 / 2 4 / 2 0 0 9 

Project I D : BMA71700 Project Desc: Herculaneum Pb Smelter site - Removal 
Support/Recontamination soil sampling 

Ana lys i s / Ana ly te Uni ts 5- 6 - 7- 8-

1 Metals in Solids by ICP 
Load mg/kg 169 184 63.2 55.7 

1 Percent Solid 
Solids, percent % 94.5 85.0 87.8 86.7 
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ASR Number : 4581 RLAB Approved Sample Analys is Results 0 8 / 2 4 / 2 0 0 9 

Project I D : BMA71700 Project Desc: Herculaneum Pb Smelter site - Removal 
Support/Recontamination soil sampling 

Ana lys i s / Ana ly te Units 9- 10- 1 1 - 12-

L Metals in Solids by ICP 
Lead 

1 Percent Solid 
Solids, percent 

mg/kg 

% 

532 

95.2 

281 

96.7 

166 

93.6 

336 

80.9 
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ASR Number : 4581 RLAB Approved Sample Analys is Results 0 8 / 2 4 / 2 0 0 9 

Project I D : BMA71700 Project Desc: Herculaneum Pb Smelter site - Removal 
Support/Recontamination soil sampling 

Ana lys i s / Ana ly te Units 13- 14 - 15- 16-

1 Metals in Solids by ICP 
Lead mg/kg 107 93.5 139 436 

1 Percent Solid 
So: ds, percent % 90.9 85.1 97.4 93.4 
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ASR Number : 4581 RLAB Approved Sample Analys is Results 0 8 / 2 4 / 2 0 0 9 

Project I D : BMA71700 Project Desc: Herculaneum Pb Smelter site - Removal 
Support/Recontamination soil sampling 

Ana lys i s / Ana ly te Uni ts 17- 18- 19- 20 -

1 Metals in Solids by ICP 
Lead mg/kg 165 229 261 1460 

1 Percent Solid 
Sol cs, percent % 76.1 77.4 80.4 77.8 
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CHAIN OF CUSTODY RECORD 
ENVIRONMENTAL PROTECTION AGENCY REGION VII 

7-EPA-9262(Revised 5/85) 



Sample Collection Field Sheet 
u s EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 1 QC Code: Matr ix: Solid Tag I D : 4581-l-_ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

S i t e N a m e : HERCULANEUM LEAD SMELTER SITE - SITE S i t e I D : A717 S i t e O U : 00 
EVALUATION/DISPOSITION 

H^sn: Location Desc: 

Expected Cone: 

l a t i t ude : 

Longitude: 

External Sample Number 

(or Circle One: Low Medium High) 

Js^ 
Date T ime(24 hr ) 

Sample Collection: Start : U L } ^ ' i : ^ 

End: _ J _ J 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4DegC 

Holding Time 
180 I Days 

0 Days 

Analysis 
1 Metals In Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Numi>er: 2 QC Code: Matr ix: Solid Tag I D : 4581-2-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

Laboratory Analyse 
Container 

1 - 8 oz glass 
0 -

HQC-ei' 

(or Circle 

s: 
Preservative 
4 DegC 
4 DegC 

;». 

iOne 

External Sample Number: | ^ - o ' <A 

: Low Medium High) Date 

Sample Collection: Start : I J J / ^ 

End: _ J _ / 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Time(24 hr ) 

l'5.3o 
• 

Sample Comments; 

(N/A) Q4 |5'1 ffKUf^ 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
iCansas City, KS 

ASR Number: 4581 Sample Number: 3 QC Code: Matr ix : Solid Tag I D : 4581-3-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

S i t e N a m e : HERCULANEUM LEAD SMELTER SITE - SITE S i te I D : A717 S i t e O U : 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

HI^K-RS' 3 
External Sample Number 

(or Circle One: Low Medium High) 

tie^'iti-3 
Date T ime(24 hr ) 

Sample Collection: Star t : 7 _ ^ ^ C ^ ^ 

End: _ / _ / _ : 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time Analysis 
180 Days 1 Metals in Solids by ICP 

0 Days 1 Percent Solid 

Sample Comments: 

(N/A) QS 3v̂M i f ^ W 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 4 QC Code: Matr ix: Solid Tag I D : 4 5 8 1 - 4 - _ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

H i ^ > ^ - ^ Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

External Sample Number: 

(or Circle One: Low Medium High) 

= OffrtS-M 
Date T lme(24 hr ) 

Sample Collection: Start : I X i ^ C ^ : ^ 

End: _ J _ f 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) Q \ [Xo ffiw W 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 5 QC Code: Matr ix: Solid Tag I D : 4581-5-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

Location Desc: 

Expected Cone: 

Latitude: 

Longitude: _ 

Wlk- U ' 

(or Circle 

Lalioratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

^ 

One 

External Samp 

Low Medium 

Sample Colli 

Holding Time 
180 ; Days 

0 Days 

J r f 

le Number: u j & ^ ' M ' 

High) Date 

iction: Start: J j ^ A 
End: _ / _ / 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

5" 
Time(24 hr) 

— • — 

Sample Comments: 

(N/A) 0 4 l3o ffir^ (je4 

Sample Collected By: AMP 

1 of 1 



Sample Collection Field Sheet 
US EPA Region 7 
iCansas City, KS 

ASR Number: 4581 Sample Number: 6 QC Code: Matr ix: Solid Tag I D : 4 5 8 1 - 6 - _ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Si te N a m e : HERCULANEUM LEAD SMELTER SITE - SITE S i te I D : A717 S i t e O U : 00 
EVALUATION/DISPOSITION 

)kVL't^\. Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

External Sample Number: (fT'lK- \ t Y ^ V^^\£> 

(or Circle One: Low Medium High) Date T ime(24 hr ) 

Sample Collection: Start : L _ & 9 _ l ^ ^ . ( ^ 

End: _ / _ / 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) Q3 i4^(Vt^u4 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 7 QC Code: Matr ix: Solid Tag I D : 4581-7-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

i\^'iS' ' i 
External Sample Number: 

(or Circle One: Low Medium High) 

Sample Collection: Start : 

End: 

WT 
Date Time(24 h r ) 

[0 6o 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4DegC 

Holding Time 
ISO Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, ICS 

ASR Number: 4581 Sample Number: 8 QC Code: Matr ix: Solid Tag I D : 4581-8-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

^X'^- fe Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

External Sample Number: 

(or Circle One: Low Medium High) 

Sample Collection: Start : 

End: 

iir^ 
Date 

^ ^ ^ ll:^ 
Time(24 hr ) 

CP 

Lal>oratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) Q 4 M^f f*^ UAA 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
u s EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 9 QC Code: _ Matr ix: Solid Tag I D : 4 5 8 1 - 9 - _ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATlON/DISPOSmON 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

^(^r^- n - ' ^ 
External Sample Number: 

(or Circle One: Low Medium High) 

E 5 
Date 

Sample Collection: Start : ] _ J ^ ^ 

End: _ / _ / 

T ime(24 hr ) 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals In Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 
Qa> 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
u s EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 10 QC Code: Matr ix: Solid Tag I D : 4581-10-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Latitude: 

Longitude: _ 

la- ̂ '̂ 
(or Circle One 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

( 0 

External Sample Number: T v U Z } ^ 

: Low Medium High) Date 

Sample Collection: Start: l _ J ^ ^ 

End: _ J _ / 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

ItSHD 
Time(24 hr) 

Cfl.cx> 
• 

Sample Comments: 

(N/A) Q 4 ^ ^ pfHvU^ 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
u s EPA Region 7 
Kansas City, KS 

ASR Number: 4581 SampleNumber : 11 QC Code: Matr ix: Solid Tag I D : 4 5 8 1 - 1 1 - _ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

ifi^-l<>- ll Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

External Sample Number: 

(or Circle One: Low Medium High) 

Sample Collection: Start : 

End: 

fHT 
Date T ime(24 hr ) 

[6 CO 

Latioratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 

0 - 4 Deg C 

Holding Time 

180 Days 

0 Days 

Analysis 

1 Metals in Solids by ICP 

1 Percent Solid 

Sample Comments: 

(N/A) ^ ^ 

•Wv Lt«i 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
iCansas City, KS 

ASR Number: 4581 Sample Number: 12 QC Code: Matr ix: Solid Tag I D : 4581-12-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Latitude: 

Longitude: _ 

M 

(or Circ 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

. ' ^ ' f A 
External Samp 

le One: Low Medium 

Sample Colli 

Holding Time 
180 ' Days 

0 Days 

le Number: f C j ' [/^ 

High) Date 

iction: Start: L T ^ ^ 

End: _ / _ / 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Time(24 hr) 

• 

Sample Comments: 

(N/A) Ql a i l ^^t^ {ZAI 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 13 QC Code: Matr ix : Solid Tag I D : 4581-13-_ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

M-^-1^ 
External Sample Number: 

(or Circle One: Low Medium High) 

Sample Collection: Starti 

End 

mi 
Date 

= T J ^ ^ 15 
Time(24 hr) 

.00 

LalMratory Analyses: 

1 - 8 oz glass 4 Deg C 

0 - 4 Deg C 

Holding Time 

180 Days 

0 Days 

Analysis 

1 Metals In Solids by ICP 

1 Percent Solid 

Sample Comments: 

(N/A) 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
ICansas City, ICS 

ASR Number: 4581 Sample Number: 14 QC Code: Matr ix: Solid Tag I D : 4581-14-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Hf^esHM Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

WK External Sample Number: 

(or Circle One: Low Medium High) Date 

Sample Collection: Star t : / _ _ ^ V ^ 

T ime(24 hr ) 

End: 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals In Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 
UcLif< 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
u s EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 15 QC Code: Matr ix: Solid Tag I D : 4581-15-_ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

Wa.-^'i'i 
External Sample Number: 

(or Circle One: Low Medium High) 

Sample Collection: Start : 

End: 

W^ 
Date 

Z J & 0 3 I|_<^ 

Time(24 hr ) 

Lalx>ratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) t24 llSff^U^ 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
u s EPA Region 7 
Kansas City, ICS 

ASR Number: 4581 Sample Number: 16 QC Code: Matr ix: Solid Tag I D : 4581-16-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

Location Desc: 

Expected Cone: 

Latitude: 

Longitude: _ 

(or Cir 

4eK-K'(b 
External Sample Number: 11-3 ' l ^ 

de One: Low Medium High) Date 

Sample Collection: Start: i _ /29 ^ 

End: _ J _ J 

Laboratory Analyses: 
Container Preservative Holding Time 

1 - 8 oz glass 4 Deg C 180 Days 
0 - 4 Deg C 0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Tlme(24 hr) 

: 

Sample Comments: 

(N/A) 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 17 QC Code: Matr ix: Solid Tag I D : 4581-17-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

\^U<n'\l Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

External Sample Number: 

(or Circle One: Low Medium High) 

Orn 
Date 

Sample Collection: Star t : I M f f \ 

End: _ I _ J 

T ime(24 hr ) 

Lalx>ratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
iCansas City, KS 

ASR Number: 4581 Sample Number: 18 QC Code: Matr ix : Solid Tag I D : 4581-18-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

i^ae-'i^S'ift 
External Sample Number: 

(or Circle One: Low Medium High) 

iMfo 
Date 

Sample Collection: Star t : J J T L / ^ 

End: _ _ / / 

Time(24 hr ) 

(^2 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 19 QC Code: Matr ix: Solid Tag I D : 4581-19-_ 

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSITION 

Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

nex-ics-(^ 
External Sample Number: 

(or Circle One: Low Medium High) 

W^ 
Date 

Sample Collection: Start; 

End: 

: Vm 
Time(24 hr ) 

Lai ioratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) Q3 {% fft^ (JA/ 

Sample Collected By: AMP 

l o f l 



Sample Collection Field Sheet 
US EPA Region 7 
Kansas City, KS 

ASR Number: 4581 Sample Number: 20 QC Code: Matr ix: Solid Tag I D : 4581-20-

Project I D : BMA71700 Project Manager: Bruce Morrison 
Project Desc: Herculaneum Pb Smelter site - Removal Support/Recontamination soil sampling 

City: Herculaneum State: Missouri 
Program: Superfund 

Site Name: HERCULANEUM LEAD SMELTER SITE - SITE Site I D : A717 Site OU: 00 
EVALUATION/DISPOSmON 

\iS(^' n - ;̂Q Location Desc: 

Expected Cone: 

Lat i tude: 

Longitude: 

External Sample Number , gS-^e, 
(or Circle One: Low Medium High) Date 

Sample Collection: Start : L j ' J l l ^ 

End: _ l _ f 

T ime(24 hr ) 

K:CD 

Laboratory Analyses: 
Container Preservative 

1 - 8 oz glass 4 Deg C 
0 - 4 Deg C 

Holding Time 
180 Days 

0 Days 

Analysis 
1 Metals in Solids by ICP 
1 Percent Solid 

Sample Comments: 

(N/A) 6?3 ^<?1 i f<^ Lt-J 

/Jt'(lV^ l ^ ^ 

Sample Collected By: AMP 

l o f l 


